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SAMPLE ELEMENT FireAu CN Au SAMPLE ELEMENT FireAu CN Au
NUMBER UNITS OPT OPT NUMBER UNITS OPT OPT

02 S—10-1-024 0.003 02 S-10-1-343 0.017 0.014
D2 S-10-1-025 0.004 02 S-10-1-344 0.016 0.015
02 S-10-1-026 0.005 02 S-10-1-345 0.010
02 S-10-1-027 0.012 02 S-10-1-346 0.009
02 S-10-1-028 0.010 02 S-10-1-347 0.009

02 S-10-1-057 0.003 02 S-10-1-348 0.010
02 S-10-1-085 0.020 0.028 02 S-10-1-349 0.008
02 S-10-1-086 0.011 02 S-10-1-350 0.009
02 S—10-1-114 0.004 02 S-10-1-368 0.027 0.029
02 S-10-1-115 0.002 02 S-l0-1-369 0.034 0.027

02 S—10-1-143 0.013 02 S-10-1-370 0.018 0.020
02 S-10-1-144 0.012 02 S-10-1-371 0.028 0.031
02 S-10-1-172 0.014 02 S-10-1-372 0.015 0.015
02 S-10-1-173 0.012 02 S-10-1-373 0.018 0.020
02 S-l0-1-200 0.016 0.015 02 S-10-1-374 0.004

02 S-10-1-201 0.019 0.018 02 S-l0-1-375 0.008
02 S-10-1-202 0.028 0.026 02 S-10-1-376 0.006
02 S-10-1-229 0.013 02 S-10-1-377 0.024 0.020
02 S-10-1-230 0.037 0.029 02 S-10-1-378 0.010
02 S-10-1-231 0.013 02 S-10-1-379 0.011

02 S-10-1-232 0.016 0.015 02 S-10-1-380 0.007
02 S-10-1-258 0.008 02 S-10-1-398 0.014
02 S-10-1-259 0.016 0.017 02 S-l0-1-399 0.020 0.020
02 S-10-1-260 0.010 02 S-10—1-400 0.048 0.039
02 S-10-1-261 0.055 0.064 02 S-10-1-401 0.025 0.029

02 S-10-1-287 0.011 02 S-10-1-402 0.015 0.018
02 S-10-1-288 0.013 02 S-10-1-403 0.006
02 S-10-1-289 0.019 0.019 02 S-l0-1-404 0.006
D2 S-l0-1-290 0.012 02 S-l0-1-405 0.003
02 S-10-1-291 0.022 0.025 02 S-10—1-406 0.008

02 S-10-1-314 0.010 02 S-10—1-407 0.013
02 S-10-1-315 0.006 02 S-10-1-408 0.006
02 S-10-1-316 0.004 02 S-10-1-40? 0.006
02 5-10-1-317 0.010 02 S-10—1-410 0.014
02 S-10-1-318 0.008 02 S-10-1-425 0.028 0.031

02 S-10-1-319 0.013 02 S-10-1-426 0.027 0.029
02 S-10-1-320 0.008 02 S-10-1-427 0.016 0.018
02 S-10—1-340 0.019 0.022 02 S-10-1-428 0.015 0.018
02 S-10-1-341 0.022 0.025 02 S-10-1-429 0.030 0.028
02 S-10-1-342 0.035 0.018 02 S-10-1-430 0.065 0.019
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02 S-10-1-431 0.045 0.034
D2 S-10-1-432 0.015 0.017
D2 S-10-1-433 0.016 0.013
B2 S-10-1-434 0.004
02 S-10-1-435 0.005

D2 S-10-1-436 0.013
02 S-10-1-437 0.009
02 S-10-1-438 0.006
02 S-10-1-439 0.005
02 S-10-1-440 0.018 0.020
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SUBMITTED BY: R. MACLEOD 
DATE PRINTED: 23-SEP-8B

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

RESULTS TO FOLLON FOR: CN Au

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 90 2 *150 90 Assay Prep 90
Dead*ood Surcharge 90

REPORT COPIES TO: MR. ROD MACLEOD INVOICE TO: MR. ROB MACLEOD
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PROJECT: BLASTHOLE
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32 S-10-1-436 0.013
D2 S-10-1-437 0.009
D2 S-10-1-438 0.000
D2 S-10-1-439 0.005
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LAB. REPORT NO.

E BQNDAR-CLEGG INC.
M-/IS5

12980 W. CEDAR DR, LAKEWOOD. CO. 80228 PMOfNJE 989-W>a TELEX: 45-693

Date Shipped

# Parcels in Shipment________________

GEOLOGIST’S NAME .... _____________

SAMPLE SHIPMENT NOTICE
.7/-//

Via . . / .7 n Prepaid or □ Collect

____________ TOTAL NUMBER OF SAMPLES________________________

.PHONE NHMRFR v v Y.-.7 /PROJECT NAME OR NIIMRFR '//■• //./7

Samples
T»P«

#
Samples

Sample Numbers 
(Series!

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bl V U W F Au As Hg So Sb Ba E spec

Neutron
Activation OCP

Ore
lest

Co Q k Zn Mo Afi - & NI Co tfn Fe Bi V u w F M As Hg Sb Ba E spec Activation OCP
ore
test

[O /doii Cu Pb Zl! Ho | . Cd NI Cu r 0 8i V u w F * Hg Sb Ba E spec
Neirlra

Activation DCP
ore
test

ro /- Co Pb Zn V 'T r: ci Ni Co Mn f § Bl V u w F A Ns Hg Sn Sb Ba E spec Neutron
Activation DCP ore

test
2 /c/l/4 - /ft//* Cu Pb Zn Mo Cd NI Mn H Bi V u w F *■ i Hg Sn Sb B l F spec Neutron

Activation DCP ore
test

Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F ¥ As Hg Sn SI) Ba E spec
Neutron

Activation DCP ore
test

n Cu Pb Zn Mo Ag Cd NI Co Mn Fe Bi V u w F y As Hq Sn Sb Ba E spec
Itron

Activation DCP
ore
test

f Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V u w F As Sn Sb Ba E rpec
Neutron

Activation DCP
ore
test

A / 4 Cu Pb Zn 10 Ag Cd Ni Co Mn Ft Bi V u w F X a.R1 Hg Sn . b.j E spec Activation DCP
ore
test

4 mf,t /Mia C M Pb Zn flo A« Cd Ni Cl Fe Bl V u w F A* As Hg Sn Sb Ba E spec
Neutron

Activation DCP ore
test

c "iVH Cu Pb Zn 0 0 Ag Cd Ni Co Wn Ft Bi V u w F Ap As Hg So Sb Ba E spec
Neutron

Activation DCP
ore
test

Co Pb Zo M Q Ag Cd NI Co Wn Fe Bi V u w F . »y As Hg Sn Sb B| E spec Actrvation DCP test

// C/f/:40s/0/y/0 Cu Pb Zn Ylo Ag Co Ni Co fln Fc Bl V u w F i As Hg Sn Sb Ba E spec
Neutron

Activation DCP
ore
lest

(X ’ /(/'{■ r Mteo Cu Pb Zn Mo Ag Cd Ni Co Wn Fb Bl V u w F . /'"■V As Hg Sn Sb Ba E spec
weuiron

Activation DCP
oretest

CO ft Cu Pb Zn Mo Ag Cd Ni Co No F F* Bi V u w F As Hg Sn •StJ Ba E spec
Neutron

Activation DCP
ore
test

ro Cu Pb Zn Mo Ni Co Mn Fe Bl V u w F As Ba E spec
Neuiron

Activation OCP
ore
test

i B assay (%, ore grade) ) □ /prepared I
Please analyze by f > methods, the enclosed < / samples

1 □ geochemical (ppm, trace level) ‘ □ * unprepared •

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ !_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

> ■'/£___/2A 7'_____7//- - 7 ..V.___ l-_______ _______'/ •, _____
/V /7>v / 7/__ /// /V//77X_. ___:___ * _____________

PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS

13- DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

Results ff/)7y □ Results
Invoices. // Y/Y///. A /7//7//7. / □ Invoices
Pulps Y, /' □ Pulps
Rejects 77/Y, YY/ □ Rejects

□ Results
□ Invoice
□ Pulps _
□ Reiects

□ Results
□ Invoice
□ Pulps _
□ Rejects

White — Lab Copy - Please include With Shipment Mellow — Sample Prep. Copy Pink — Client's Copy



BONDAR CLEGG %

Bondar-Clegg, Inc.
12980 W« Cedar Dr

t Lakewood, Colorado 80228
(303) 989-1404

Invoice 5 12959. Pa3e 1
FROHN MININS CORP.
HR. ROD MACLEOD Date t 12-0CT-88
P.O. BOX 4S5
PEADW3GD. SB Rer-ort No; 098-1120
37732 Project : FLASMLE

Reference! NONE LISTED

51 AnalBSi."; of Gold at $ 8.00 * 408.00
Subtotal t 408.00 t 408.00

25 Analnws of Au/Hot Extraction at » 4.00 * 100.00
Subtotal t 100.00 $ 100.00

Saafle Preparation
51 Samples of As Received at i 0.90 I 0.00

Subtotal t 0.00 I 0.00

Invoice Total! $ 508.00 U.S.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303) 989-1404

BROHfl HIHIHG CORF. 
MR, RGB MACLEOD 
P.D. BOX 4S3 
BEAMJOGBt SB 
57732

Invoice J 1295?> P32e 1

Date : 12-GCT-S3

Ret-ort No: 098-1120 
Project 1 BLASTHOLE 
Reference! NONE LISTED

51 Anslvst'i of Geld at * 8.00 t 408.00
Subtotal l 108.00 t 408.00

75 Ana Fast’s of Au/Hot Extraction at t 4.00 i 100.00
Subtotal t 100.00 i 100,00

Ssarle Preparation
51 Saaeles of As Peceived at t 0.00 1 0.00

Subtotal 1 0.00 i 0.00

Invoice Total! I 308.00 U.B.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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REPORT! 098-1120 ( COUPLETE ) REFERENCE INFO*. NONE LISTED ZJ

client: brohm mining corp. submitted by: R. MACLEOD
project: blasthole DATE PRINTED: 5-0CT-88

NUMBER OF LOUER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 FireAu Gold 51 0.002 OPT Fire Assay
2 CN Au Au/Hot Extraction 25 0.002 OPT Cyanide Leach Atone Absorption

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

P PREPARED PULP 51 4 AS REC'D 51 As Received 51

REPORT COPIES TO: HR. ROD MACLEOD INVOICE TO: MR. ROD MACLEOD
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. SAMPLE ELEMENT FiraAu CN Au SAMPLE ELEMENT FireAu CN Au
NUMBER UNITS OPT OPT NUMBER UNITS OPT OPT

P4 S-10-1-464 0.013 P1 S-10-1-710 0.008
P4 S-10-1-465 0.015 0.015 P4 S-l0-1-739 0.010
P4 S-10-1-466 0.010 P4 S-10-1-740 0.009
P4 S-10-1-467 0.010 P4 S-10-1-769 0.015 0.018
P4 S-10-1-468 0.024 0.021 P4 S-10-1-770 0.008

P4 S-10-1-469 0.015 0.018 P4 S-10-1-798 0.008
P4 S-10-1-470 0.007 P4 S-10-1-799 0.016 0.020
P4 S-10-1-497 0.018 0.015 P4 S-10-1-828 0.013
P4 S-10-1-498 0.018 0.018 P4 S-l0-1-829 0.014
P4 S-10—1—499 0.010 P4 S-l0-1-858 0.007

P4 S-10-3-590 0.012
P4 S-10-1-591 0.018 0.026
P4 S-10-1-617 0.020 0.020
P4 S-10-1-618 0.018 0.020
P4 S-10-1-619 0.014

P4 S-10-1-620 0.030 0.033
P4 S-10-1-621 ** 0,009
P4 S—10-1—632 ^ 0.003 ") c£Lc&)
P4 S-10-1-633 2 0.062 0.058 j
P4 S-l0-1-647 0.014

P4 S-10-1-648 0.008
P4 S-10-1-649 0.015 0.010
P4 S-l0-1-650 0,008
P4 S-10-1-651 0.011
P4 S-10-1-709 0.007
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NUMBER OF LONER

3UC”I f TC.IT 0T» l\« nnULCUu
DATE PRINTED: 23-SEP-8B

ORDER ELEMENT

—1—ffreRc 9c!3 -

ANALYSES DETECTION LIMIT EXTRACTION METHOD

RESULTS TO FOLLOW FOR: ON Au

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

P PREPARED PULP 51 4 AS REC D 51 As Received 51

REPORT COPIES TO: HR. ROD MACLEOD INVOICE TO: MR. ROD MACLEOD


